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 Object Parameter or Method  Date and 

iron—Determination of 

acid-soluble silicon and 

total silicon content—Reduced 

molybdosilicate  spectrophotometric 

method 

GB/T 2125 -1808

 

only for 

acid-

soluble 

silicon

 and 

alloy-Determination of 

phosphorus

 

content-

Bismuth phosphomolybdate 

blue spectrophotometric 

method and 

antimony phosphomolybdate blue spectrophotometric method. 

GB/T 2125 9-1808

 

only for 

method 

one

 and alloy-Determination of molybdenum content –The 

thiocyanate spectrophotometric method GB/T 212526-1808

 

only for 

method 

one

 

and 

iron-Determinnation of 

titanium 

content-

Diantipyrylmethane spectrophotometric method

 GB/T 

212584-

7639

  for chemical 

analysis of iron,steel and alloy--The 

dimethylglyoxime 

gravimetric method for 

the determination 

of 

nickel content GB/T 212525- 774
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№ Test Object
Item/Parameter

Standard or Method Note Effective Date
№ Item/ Parameter

26.29%, 
Ni:0.17%-
19.33%, 
Mo:0.09%-
3.42%, 
Al:0.03%-
0.24%, 
Cu:0.05%-
3.17%, 
W:0.08%-
0.15%, 
Ti:0.05%-
0.69%, 
Nb:0.05%-
0.76%, 
V:0.05%-
0.32%, 
Co:0.01%-
0.28%, 
As:0.003%-
0.024%, 
Sn:0.007%-
0.051%

2 Impact test Metallic materials - Charpy pendulum impact test method GB/T 
229-2020

Accredited 
only for 
KV2＜
500J,-
60℃～
20℃, room 
temperature

2026-01-12
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Parameter

Determination of 

�M�'���•������

 

content 

in 

stainless steel GB/T 75295-

2024

Accredited 

only for:

��

stainless steel,the standard comparison charts

2026-01-255�M�'���•������Standard Test 

Method 

forDetermining Volume Fraction by Systematic Manual PointCount' ASTM E562-19e1

  2025-01-206C,Si,Mn,P,S,Cr,Ni,

Mo,Cu,Al,Sb,As,Nb

,Ti,V,Co,Sn,Pb,B,C

a

Standard Test Method for Analysis of Carbon  and Low-Alloy 

Steel by

 Spark

 Atomic Emission Spectrometry

 ASTM  E415-21

Accredited 

only for 

C:3808%-

115%, 

Si:3810%-

3500%, 

Mn:3810%-

1.50%, 

P:38006%-

59595%, 

S:38007%-

59555%, 

Cr:38080%-

30.%, 

Ni:3810%-

4.5%, 

Mo:3806%-

350%, 

Al:3808%-

5959%, 

2026-01-25
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